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Conclusion

£ [RAEEE: B 0.58m; T4 0. 80mm
Remarks Specimen thickness:Flaming 0. 58mm;Non—flaming 0. 80mm
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—End of report—
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No. Item of test Unit Requirement Test result Judgement
1 SR
Specific Optical
Density of Smoke
it 6
Flaming
D, (90s) e <100 63 v
D, (240s) = <200 113 v
152 y
Non-flaming
D5 (90s) = <100 31 v
D; (240s) = <200 119 v
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Note: “+ ” means that the item is qualified, “X7”
unqualified.

means that the item is
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Type and size: MCRHF
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